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Description

This invention relates to thermoplastic polymers, including polyolefins, having enhanced processability and con-
trolled levels of branching, as well as methods for their production. These polymers are derived from at least three
monomers: one monomer is a mono-olefin having a single Ziegler-Natta (Z-N) polymerizable bond; a second monomer
having one or more Z-N polymerizable bonds; and a third monomer having at least two Z-N polymerizable bonds
including straight-chained olefins of less than six or at least seven carbon atoms or cyclic olefins.

BACKGROUND OF THE INVENTION

Polyolefins are versatile materials which are generally easily processed and useful in numerous applications. His-
torically, processors of polyolefins have needed to accept some undesirable properties along with their ease of proc-
essability. Such undesirable characteristics include high fractions of low molecular weight species leading to smoking
during fabrication operations, high levels of extractable materials and the possibility of leaching of these low weight
molecules out of the formed polymer articles or packaging. Over the years, polymers other than traditional low density
polyethylene (LDPE) including materials such as linear low density polyethylene (LLDPE) and high density polyethylene
(HDPE) have been developed. While offering several beneficial properties, they have been accompanied by some of
their own limitations including difficulty in processing, melt fracture tendencies and low melt strength.

The advent of single-site catalysis (SSC), particularly metallocene-type catalysis has offered the possibility of
producing entirely new polymers with remarkably narrow molecular weight distributions (MDWs) or polydispersities.
This means that some of the problems associated with the presence of very low molecular weight polymer species are
virtually eliminated with polymers produced by these catalysts. Enhancements to the melt processability of these narrow
MWD linear materials would add to the value of the materials for many end use applications. One of the methods which
can enhance melt processability is the inclusion of long chain branching. We have found that the controlled inclusion
of long branches (differentiated from short chain branches which result from the copolymerization of olefin comonomers)
on an otherwise essentially linear backbone, produces significant changes in key rheological parameters, leading to
enhanced melt processability. We have accomplished this in a manner which includes the ability to control overall
polymer crystallinity and crystallization tendencies while offering additional points of accessible residual unsaturation.
These may be left unaltered in the polymer resin, reduced by hydrogenation, functionalized, or utilized in post-formation
curing to yield a material behaving much like a thermosetting polymer but having the benefit of processing like a tra-

ditional thermoplastic polyolefin.

In the art of polyolefin manufacturing, it is recognized that copolymerization of olefins (comonomers) in the polymer
backbone will alter the crystallinity and therefore the density of the material by interfering with the ability ofthe polymer
molecules to 'pack." While such "short-chain branches" are effective in disrupting the crystal structure, thereby reducing
density, they generally have little effect on the melt rheology of the polymers. For the purposes of describing this
invention, we will discuss polymer molecular structure changes which are Theologically significant. Generally, this will

include long-chain branching, or branches from the main polymer backbone which are longer than branches obtained
by copolymerization of easily obtained, commercially available olefin monomers. Such Theologically significant branch-
ing will be noted in the behavior of the molten polymer; an enhancement of polymer melt strength, a reduced tendency
for melt fracture, and an increase in viscous or flow energy of activation, Ea . These rheological properties of the molten
polymer are generally easily quantified and will provide a convenient method to distinguish polymers of this invention
relative to the prior art. By contrast, attempts to directly quantify polymer long chain branches (e.g. by spectroscopic
techniques) have a very limited range of applicability due to inherent limitations in the techniques.

These long-chain branches will generally enhance the melt-processability of polymers. This effect is particularly
pronounced for polymers having narrow MWD, including those which are produced by single-site, specifically metal-
locene, catalysis. Such polymers having long-chain branching will generally have meltflow properties enhanced for
many applications (e.g., those applications benefiting from higher melt strength) than will like polymers without the
long-chain branching.

The following publications address issues related to those outlined above; however, none have arrived at the same
solution and offer the unique combination of properties of the present invention. The prior work is nonetheless signif-
icant, as discussed below.

DE 3240382 (Hoechst) refers to the use of small amounts of diolefins, including norbornadiene (see page 8) to
control "verzweigung" (branching), density and elasticity.

EP 35242-B (BASF) discloses copolymerization of ethylene and alpha-omega (a.co) diolefins to provide cross
linked products.

EP 273654; EP 273655 and EP 275676 (Exxon) disclose copolymerization of dienes. Page 9, lines 33 to 37 of EP
275676 discusses the nature of incorporation.

U.S. 3,9B4,610 to Elston describes partially crystalline polymers of ethylene and a,<o-dienes or cyclic endometh-
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ylenic dienes containing at least one norbornene nucleus. The polymer apparently has long-chain branches derived

from polymerization via the second unsaturation of the diene. This disclosure focuses on polymers with "low residual

unsaturation. " The limit is described, at page 3, line 33, as less than one carbon-carbon double bond per 1000 carbon
atoms. Actually, the demonstration provided in columns 7 and 8 appears to show the greatest unsaturation to be 0.7

carbon-carbon double bond per 1000 carbon atoms, thus manifesting the apparent intent of the work being to provide

truly low levels of residual unsaturation. By contrast, the polymers of the present invention generally have substantially

higher levels of residual unsaturation, as illustrated in the Examples. This higher level of residual unsaturation provides

enhanced opportunities for functionalizing or post-format ion curing of molded/extruded articles, thereby providing a
novel balance of melt processability and end-use properties.

U.S. 4,404,344 (EP 035 242) to Sinn describes the copolymerization of ethylene and alpha olefins or a,G>-dienes.

Their description does not appear to contemplate the benefits of copolymerization of multiple mono-olefins with pol-

yenes.

U.S. 4,668,834 (EP 223,394) to Rim, et al. describes low molecular weight copolymers of ethylene and an alpha
olefin having three to twelve carbons. The polymer exhibits vinylidene (chain-end) unsaturation. These liquid polymers
are useful in curable electrical potting compounds.

Kaminsky and Drogemuller described, in "Terpolymers of Ethylene, Propene and 1 ,5-Hexadiene Synthesized with

Zirconocene/Methyl-aluminoxane," presented in Makromolecular Chemistry, Rapid Communications at 11, 89 - 94
(1 990), the terpolymerization of 1 ,5-hexadiene with other olefins. The occurrence of long-chain branching was inferred

by the authors. Not mentioned in this reference is our finding of the high propensity of 1
:
5-hexadiene to cyclize to a 5

membered cyclopentane-type ring structure, following 1,2 insertion into the chain. This feature makes 1 ,5-hexadiene

a generally unattractive choice to initiate long chain branching, the bulky cyclic structures complicating chain flexibility

and crystallizability. Diene moieties shorter or longer than 1,5 hexadiene are less prone to cyclize and consequently
more attractive, as is shown later in the Examples.

Hoel describes, in U.S. 5,229,478 (EP 0 347 129), a process for producing elastomers of ethylene, propylene, and
a diene with at least one internal double bond. In this manner, a readily processable rubber is easily made, such material

being capable of curing after formation through cross-linking of the internal double bond. This description does not

contemplate either dienes with two Z-N accessible double bonds or the benefits of using other alpha olefins for mod-
ification of crystallization and density.

U.S. 3,472,829 discloses an ethylene propylene norbornadiene terpolymer. Canadian Patent 946,997 discloses

an ethylene-propylene 1,4-hexadiene-1 ,7 octadiene tetrapolymer.

Japanese Patent B-70727/1 991 discloses an ethylene-propylene 1 ,7 octadiene terpolymer obtained using a MgClg/
TiCI4 -AI(/'C4H9)3 catalyst. Additional disclosures include tetrapolymers formed from ethylene, propylene, 5-ethylidene-

2-norbornene and 1 ,7-octadiene or 1 ,9-decadiene.

Incorporation of comonomers with ethylene has been known and practiced for years. Yano et al. describe, in EP
0446 013, a polyethylene, and its process for production, which has numerous regular methyl branches, or is copoly-

merized with propylene, along its backbone. This does not appear to provide any material rheological benefits.

Lai et al. provide a method of obtaining long-chain branching in U.S. 5,272,236 and U.S. 5, 278,272 (WO 93/08221 ).

These publications describe a system in which low monomer and high polymer concentrations are maintained to en-

courage what is described as long-chain branching. The quantification of the levels of long chain branching is via

spectroscopic techniques and the long chain branching is reportedly independent of molecular weight distribution.

There is no indication that the resulting polymers have enhanced levels of residual unsaturation.

SUMMARY OF THE INVENTION

Polymerization of species having more than one Z-N polymerizable bond, particularly diolefins, especially cyclic

dienes or linear backbone a,o>-dienes, with other suitable monomers, particularly alpha-olefins, provides a controllable

and efficient means for introducing long-chain branching into the polymer backbone. One of the Z-N polymerizable

bonds is incorporated into the growing polymer chain during polymerization. The other Z-N polymerizable bond remains

accessible for later incorporation in another growing polymer chain to form a long branch. A means of producing such
polymers is provided by this invention.

The use of species having at least one Z-N polymerizable bond, particularly mono-olefins, as primary polymeriza-

tion entities in this invention affords the ability to control overall polymer crystallinity and crystallization tendency, sep-
arate from the incorporation of long branches. This permits the production of products with enhanced melt processability

over a range of crystallinities. For example, ethylene-based polymer will make possible a crystallinity range of from

just under 10% to upwards of 50%.

A beneficial aspect of this invention is the ability to produce a polymeric material having measurable and control-

lable residual unsaturation. Practice of this invention provides polymers having preferably at least one unsaturated

carbon-carbon bond per 1000 carbon atoms. This unsaturated bond provides numerous options which are useful to
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the end user. The unsaturation may be retained as-is, or utilized, for example, in a tunctionalization reaction where

additional desirable chemical moieties are incorporated, or utilized in the crosslinking of formed articles to yield a

product with thermoset-type end properties but melt processable via standard thermoplastic polyolefin-based tech-

niques.

BRIEF DESCRIPTION OF THE DRAWINGS

Figure 1 illustrates the method used to determine the presence of long chain branching from a plot of the viscous

or flow activation energy Ea versus cc-olefin comonomer content.

Figure 2 compares the molecular weight distributions of polymers made without (Product No. 1 , a control) and

those made with (Product No. 4) species having at least two Z-N polymerizable bonds. The molecular weight distribu-

tions referred to in this document are those derived from gel permeation chromatography (GPC). The polymers of this

invention made with such species are observed to have a high molecular weight tail, directly attributable to the presence

of the long-chain branch containing species.

Figure 3 is a plot ofthe shear rate, measured in reciprocal seconds (s"
1
), at the onset of melt fracture versus weight

average molecular weight (Mw ) for the polymers of this invention and for typical linear ethylene/a-olefin polymers.

These onset points, at the different molecular weights, are defined as the points of significant change in slope of shear

stress as a function of shear rate, from capillary rheometry measurements. This is a well accepted procedure for

identifying the onset of melt fracture. At the same molecular weight, a higher onset shear rate reflects an improve-

ment in melt fracture response. The data was derived from capillary rheometry measurements conducted at 125° C.

Figure 4 shows the method of assessing melt fracture onset from plots of capillary rheometry derived shear stress

(Pa) versus shear rate (s' 1
) in the melt for a set of ethylene/a-olefin polymers made without (the control) and with

(polymers of this invention) the species having at least two Z-N polymerizable bonds. The plots demonstrate the sig-

nificant change in slope and the methodology for defining the point of melt fracture onset, referred to in Figure 3. Note

that for Product Number 1 (control) the melt fracture onset is a 407 sec 1
, while for Product No. 4 the melt fracture

onset is at 867 sec* 1
.

Figure 5 is a plot of the ratio of viscosity at a shear rate of 14 s"
1 to the viscosity at a shear rate of 69 s" 1 versus

molecular weight, Mw for the polymers of this invention and for typical linear ethylene/a-olefin polymers. The line in

Figure 5 reflects the performance of standard ethylene/a-olefin based polymers derived from single-site catalysis (EX-

ACT polymers obtainable from Exxon Chemical Company, Houston, Texas.) The viscosity/shear rate data were ob-

tained from capillary rheometry. This ratio is an indicator of shear sensitivity behavior, a higher ratio value at any given

Mw corresponding to higher (i.e., improved for many applications) shear thinning behavior. In other words, the polymers

of this invention become more fluid as shear stress increases.

35 DETAILED DESCRIPTION OF THE INVENTION

The polymers of this invention are copolymers of three or more species having Z-N polymerizable bonds, preferably

olefins. Polymerization may be accomplished using Z-N catalysts, particularly single-site catalysts (SSC), preferably

metallocene-type catalysts. Metallocenes impart benefits such as narrow composition distribution, substantially random

40 (i.e., non-blocky) comonomer insertion along the polymer backbone as well as generally easier comonomer incorpo-

ration. Processes for producing these polymers are another aspect of this invention.

In one aspect ofthe invention, the polymers can be described as copolymers derived from the following monomers:

a) at least one monomer having a single Z-N polymerizable bond,

45 b) a second monomer having at least one Z-N polymerizable bond, and

c) a third monomer having at least two Z-N polymerizable bonds, such monomer being:

i) straight-chained of less than six or at least seven carbon atoms, or

ii) other than straight-chained

50

such copolymer preferably having;

d) at least one carbon-carbon unsaturated bond per number average molecule;

e) viscous energy of activation (Ea ) at least 1 kcal/mol greater than a copolymer having a linear backbone derived

55 from the same monomers, but excluding species having at least two Z-N polymerizable double bonds;

f ) crystallinity level from 1 0% to 50%;

g) Mz
/Mw at least 1.7 (for a Flory-type molecular weight distribution obtained typically with a single site catalyst -

e.g. metallocene-based - the M
z
/Mw is approximately 1.5);

4



EP 0 788 521 B1

h) MJMn at least 2.2 (for a Flory-type molecular weight distribution, obtained typically with a single site catalyst -

e.g. metallocene-based - the MJMn is approximately 2.0).

From another viewpoint the inventive polymers can be described as copolymers derived from monomers compris-
ing:

a) at least one monomer having a single Z-N polymerizable bond,

b) a second monomer having at least one Z-N polymerizable bond, and
c) a third monomer having at least two Z-N polymerizable bonds, such monomer being:

i) straight-chained of less than six or at least seven carbon atoms or

ii) other than straight-chained

such copolymer having:

d) Mz/Mw greater than 1 .7 (for a Flory-type molecular weight distribution obtained typically with a single site catalyst
- e.g. metallocene-based - the M2/Mw is approximately 1 .5);

e) greater than one unsaturated carbon-carbon bond per number average molecule;
f) viscous energy of activation (Ea ) more than 1 kcal/mol greater than a copolymer having a linear backbone,
derived from same monomers, but excluding species having at least two Z-N polymerizable double bonds; and
g) crystallinity level from 1 0% to 40%.

The making of these copolymers is also an important facet of our invention. Various methods for polymer production
are useful, most of which can be described as the process for copolymerizing:

a) at least one monomer having a single Z-N polymerizable bond,

b) a second monomer having at least one Z-N polymerizable bond, and
c) a third monomer having at least two Z-N polymerizable bonds, such monomer being:

i) straight-chained and of less than six or at least seven carbon atoms or

ii) other than straight-chained

such process comprising the steps of

d) contacting monomers with Z-N catalyst, derivative, or combinations thereof at time, temperature, and pressure
sufficient to effect polymerization; and

e) recovering copolymer.

One such process which is particularly useful involves conducting the contacting step at a pressure in excess of

100 bar, preferably in excess of 500 bar, and at a temperature greater than 60°C, preferably greater than about 100°
C. Such a process may be employed in high pressure equipment including autoclaves and tubular reactors.

Another such process involves polymerizing ethylene and a polyene having at least two Ziegler polymerizable
double bonds at a temperature of at least 120° C using a catalyst derived from a transition metal compound having a
bulky ancillary ligand. Such a process may be used to make, for example, an ethylene copolymer having an MIR of at
least 25 and an activation energy of at least 9.0 Kcal per mol.

Of course, variations upon each of these previously described aspects will become apparent to those skilled in

the art upon recognition of the basic invention and its useful nature.

The majority component (the "at least one monomer'* in the above description) of the polymers of this invention
will typically be ethylene. It will typically represent 75 - 98 mol%, more preferably 78 - 96 mol% and most preferably
80 - 93 mol% of the polymer.

The second monomer can be any monomer having at least one Z-N polymerizable bond. It will typically be a readily
available mono-olefin such as: propylene, butene-1

, pentene-1 , hexene-1
, heptene-1, octene-1, nonene-1, decene-1,

undecene-1
,
dodecene-1, hexadecene-1, octadecene-1 and 4-methylpentene-1. Though simple linear olefins are pre-

ferred in light of their easy availability, many other species are also useful as the basic building blocks of these polymers.
These will include useful cyclic or substituted olefins including those which may be multiply (internally) unsaturated.
The second monomer will typically represent 2 - 25 mol%, more preferably 4 - 22 mol%, most preferably 7 - 20 mol%
of the polymer. Those skilled in the art will recognize that the specific monomer selected, and the degree of its incor-
poration will control crystallinity, density and other properties of the polymer.
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For the purpose of describing the materials and methods of this invention, species having at least two Z-N polym-

erizable bonds will include those which are straight-chained species of less than six or at least seven carbon atoms

as well as cyclic and branched species. A general description follows.

5 Species Having at Least Two Z-N Polymerizable Bonds

Such species can be cyclic or non-cyclic including, of course, those which are straight chained or branched. For

cyclics, the "Z-N polymerizable bonds" would include:

10 i) internal unsaturations between two secondary carbons (these being defined as carbons bonded to two other

carbons),

ii) terminal unsaturations derived from CrC20 hydrocarbyl substituents on the cyclic group, and

iii) combinations thereof.

is in these cases the base cyclic group may be fully saturated (type ii), partially saturated (type i or iii), or aromatic (type ii).

Examples of cyclics with "at least two Z-N polymerizable bonds" include:

having type i) unsaturations:

20

25

Nortornadiene

having types i) and ii) unsaturations:

35

40

as
Vinylnorbornene

having type ii) unsaturations:

so

55

6
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5

1 ,2,4-Trivinylcydohexane
w

Non-cyclics would include C^-CgQ, linear, or branched, hydrocarbyl moieties containing a and co unsaturations,

where the p and y (penultimate) carbons are secondary.

Examples of non-cyclics with "at least two Z-N polymerizable bonds" include:

15

linear:

1 ,7-Octadiene

25 - branched:

30 |

CH
3

3-Methyl-1 ,4-Pentadiene

35

Generally, trienes are included in the list of "species having at least two Z-N polymerizable bonds,' however, those

which are conjugated, and conjugated dienes, with the exception of 1 ,3-butadiene, are in many instances not preferred.

Polyenes are favored as "species having at least two Z-N polymerizable bonds". Polyenes, in this instance, include

monomer species having at least two double bonds accessible by Z-N catalysts. These will particularly include dienes.

40 Examples of these will include the linear alpha-omega dienes such as : 1 ,6-heptadiene, 1 ,7-octadiene, 1 ,8-nonadiene,

1,9-decadiene, 1,10-undecadiene, 1,11-dodecadiene. Useful cyclic dienes would include various alkylated versions,

isomers and combinations thereof for example: cyclohexadiene, cyclooctadiene, cyclodecatriene, vinylcyclohexene,

trivinylcyclohexane, hexahydroanthracene, polyvinyl benzene, divinylcyclobutane, dicyclopentadiene and others. Par-

ticularly useful cyclic species include those with a norbornene-type structure, particularly norbornadiene, and vinyl

45 norbornene.

Linear species of six carbon atoms are less desirable to use in the practice of this invention, and are preferably

avoided, in that they offer some undesirable characteristics when applied to this invention. Kaminsky and Drogmuller

demonstrated the use of 1 ,5-hexadiene in polymerization with ethylene and propylene. Their results, by which they

inferred the presence of long-chain branching are consistent with results we found. Further analysis of our product

50 demonstrates, in addition to the long-chain branching, a great deal of cyclization of the hexadiene with the formation

of a cyclopentane structure in the polymer backbone. The presence of these cyclic structures reduces chain flexibility

(increases T
g

, the glass transition temperature) and crystallizability. The six carbon straight-chain diolefin appears to

provide the greatest likelihood of backbone incorporation as a cyclized species. Less than six or at least seven carbon

straight-chained dienes provide good incorporation, the desired levels of residual unsaturation, and minimal cyclization

55 of the diene (or other species having at least two Z-N polymerizable bonds) during polymerization. Thus 1 ,4-pentadiene

(less than six carbons) and 1,9-decadiene (greater than six carbons) polymerize well without the strong cyclization

noted with 1 ,5-hexadiene.

The preferred polymers of this invention will be derived from ethylene and at least one other monomer selected

7
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from the group consisting of: butene-1, hexene-1, octene-1, decene-1, dodecene-1, octadecene-1, and 4-methylpen-

tene-1; and at least one species having at least two Ziegler polymerizable bonds selected from the group consisting

of 1,4-pentadiene, 1,6-heptadiene, 1 ,7-octadiene, 1,8-nonadiene, 1,9-decadiene, 1 ,10-undecadiene, 1 ,11-dodecadi-

ene, or norbornadiene, vinyl norbornene, cyclohexadiene, cyclooctadiene, and cyclodecadiene.

5 The polymers of this invention will have molecular weights that are compatible with the melt processing needs of

the target application (typically, molding or extrusion applications). Preferred polymers, melt processed via standard

thermoplastic fabrication techniques, will have molecular weights (Myy by GPC) in the range 20,000 to 120,000.

The polymers of this invention are semi-crystalline and x-ray diffraction based techniques can be used to quantify

the level of crystallinity. X-ray diffraction provides one of the fundamental measures of crystallinity in polymers. The

10 method allows a determination of the relative amounts of crystalline and amorphous material in a polymer by resolving

the contributions of these two structural entities to the x-ray diffraction pattern, see L. E. Alexander, X-ray Diffraction

Methods in Polymer Science, 1969, Wiley/lnterscience, New York. X-ray crystallinity values for the polymers of this

invention range from 10% to 50%. Preferred levels of crystallinity are 10% to 40%. For ethylene-based polymers, this

corresponds to polymer densities in the range from approximately 0.875 g/cm 3 to 0.925 g/cm3
. The crystalline nature

15 ofthe polymers ofthis invention contributes tensile strength, toughness (impact strength) and abrasion resistance. As

a consequence, the polymers of this invention can be utilized in applications where "neat" polymer (i.e. without sub-

stantial modifiers or filler) is beneficial, such as clear moldings and extruded profiles for medical applications. In contrast,

typical elastomers such as EP and EPDM rubbers, with x-ray crystallinity <7%, generally require the presence of fillers

to attain acceptable levels of key physical properties (e.g. tensile strength, abrasion resistance) as well as acceptable

20 melt processability. Thus for ethylene-based systems, the polymers of this invention are outside the range of typical

EP and EPDM elastomers. Depending on the density (or crystallinity level) value, the polymers of this invention could

be referred to as plastomers (density range > 0.875 to 0.900 g/cm3), very low density (density range > 0.900 to 0.91

5

g/cm3 ) or low density (density range > 0.915 to 0.940 g/cm3
)
ethylene polymers. By way of reference, U.S. patent

5,266,392 (Land, et al.) is highlighted. This patent teaches the properties of plastomers and their differentiation from

25 typical elastomers.

The aspect of this invention which includes making the inventive polymers via the use of catalysts and comonomers

may be accomplished in any of several ways including any reasonable means of polymerizing olefins such as gas

phase, liquid phase, slurry phase, or by high pressure means. The high pressure system is one example of a preferred

mode of operation.

30 Any Z-N catalyst, or combinations of such catalysts, are useful in the polymerization process aspects of this in-

vention. Single-site Z-N catalysts are preferred and among these, metallocene-type, including bis-Cp and those having

a single Cp-type ring and a heteroatom are preferred; species having at least two amido or phosphido groups bonded

to the transition metal should be functional as well. All of these catalysts may have a bridging group between two of

the bulky ligand groups which are bonded to the transition metal atom. These would include the silyl, germyl, and

35 hydrocarbyl bridged bis-Cp, mono-Cp/heteroatom, and bisamido or phosphido species. Of course, such catalysts may

be used singly or in combination. The catalysts may be used alone but are preferably combined or reacted with a

cocatalyst or activator, with a scavenger, or with combinations of these. The preferred catalysts will be those using

metallocene-type systems with alumoxane or a bulky, labile, ionic activator. A suitable scavenger may be added to

such a system for further efficiency, this might include, for example an alumoxane. The catalysts, including all or any

to parts of the catalyst system, of choice may be used alone, dissolved, suspended, supported, as a prepolymerized

system, or as combinations of these. If supported, the support will be preferably inert within the polymerization system.

Examples of such inert supports include silica, alumina, zirconia, alone or in combination with each other or other inert

supports.

Descriptions of the preferred catalysts useful in the practice of this invention may be found in EP A 129 368 which

45 describes use of cyclopentadienyl transition metal compounds for catalysis of olefins.

Turner and Hlatky, EP A 277 003, EP A 277 004, and U.S. 5, 153,1 57 describe discrete catalyst systems including

metallocene-type chemistry but employing anionic activators. Canich, U.S. 5,055,438, 5,096,867, and 5,264,405 de-

scribe olefin polymerization catalysis using modified metallocene-type catalysts wherein a monocyclopentadienyl/het-

eroatom transition metal compound is substituted for the earlier generations of metallocene compounds.

50 Hlatky, Turner, and Canich describe, in WO 92/00333 the use of ionic activators with monocyclopentadienyl/het-

eroatom transition metal compounds for olefin polymerization.

Specific metallocene-type catalysts useful for producing isotactic olefin polymers may be found in EP A 485 820,

EP A 485 821 , EP A 485 822, and EP A 485 823 by Winter et al, and U.S. 5,017,714 and 5,1 20,867 by Welborn and

U.S. Patent 5,026,798 to Canich.

55 Various publications describe placing catalyst systems on a supporting medium and use ofthe resulting supported

catalysts. These include U.S. Patents 5,006,500, 4,925,821, 4,937,217, 4,953,397, 5,086,025, 4,913,075, and

4,937,301, by Chang and U.S. patents 4,808,561, 4,897,455, and U.S. Patent 5,057,475 to Canich, 5,077,255,

5,124,418, 5,227,440, and 4,701 ,432, by Welborn, and U.S. application Serial No. 926,006, and U.S. application Serial

8



EP 0 788 521 B1

No. 08/1 55,31 3, filed November 1 9, 1 993. Further information relating to support techniques and use of the supported

catalysts may be found in U.S. 5,240,894 by Burkhardt.

Measurement of composition distribution breadth index (CDBI) or Solubility Distribution Breadth Index (SDBI) pro-

vides information relating to the comonomer distribution along the final polymer chain. These are measurement tech-

5 niques which are well known and used in the industry. CDBI measurements, by Temperature Rising Elution Fraction-

ation (TREF) are now well known in the art and the technique is well described by Wild et al. in the Journal of Polymer

Science, Polymer Physics Edition, vol. 20, page 441 (1 982), U.S. 5,008,204 and WO 93/03093. A means of measuring

SDBI may also be found in WO 93/03093.

The direct measurement of long-chain branching (e.g. by spectroscopic techniques) is a complex technique and
io has a limited range of applicability. One of the reasons is the difficulty, even with a powerful spectroscopic tool such

as 13C NMR, to effectively and accurately differentiate between side chains of six carbons in length and those longer

than six carbons. Also, it is difficult to detect a true long-chain branch when there is background "noise" from numerous

short branches, such as those present from copolymerization with typically used cx-olefin comonomers such as butene-

1 and hexene-1.

is Long chain branching exerts a strong influence on the melt rheological behavior of a polymer and thus the analysis

and quantification of melt rheological behavior represents a unique opportunity to characterize long chain branching.

Within the classification of melt rheological methods to characterize long chain branching, the one we have chosen for

the purposes of this invention is the viscoelastic energy of activation for flow (Ea ). It is well known that the viscosity of

polymer melts, like that of Theologically simple liquids, decreases with increasing temperature. Various relations defining

20 this temperature dependence have been put forward in the literature, see J. D. Ferry, Viscoelastic Properties of Poly-

mers, 3rd edition, 1980, John Wiley and Sons, N.Y.. At elevated temperatures (T> T
g
+100° C, where T

g
is the glass

transition temperature), this temperature dependence is best described by an Arrhenius-type expression.

25
Viscosity (n 0 ) = A exp (E

a
/RT)

or in terms of a reference temperature, T
refl

30 W^oher exP [(E
a
/R)(1/T-1/T

re( )]

where R is the gas constant. The viscous energy of activation, Ea , is relatively easy to measure with good precision,

as described by the principle outlined above. It is independent of molecular weight and molecular weight distribution,

but is dependent on the branching structure of the polymer.

35 it is well known that the viscous activation energy for linear polyethylene (HDPE) is about 6 kcal/mol, while that of

conventional LDPE is about 12 kcal/mol. It is also well accepted that this difference is due primarily to the presence of

long chain branching in the latter material The value of Ea is also influenced, to a lesser degree, by the presence of

short chain branches. Thus, for the purposes of describing this invention, the term AEa is defined. AE a reflects a sub-

traction out of the component attributable to the short chain branch level in the polymer, such that the residual activation

40 energy value reflects a quantitative measure of the long chain branching contribution.

Procedure for Characterization for Long Chain Branching via Rheological Characterization of Viscous Energy

of Activation (E a )

45 Based on the methodology outlined above, an experimental procedure for the assessment of the presence of long

chain branching in a sample of olefin polymer and for characterization of the extent of long chain branching, can be

accomplished as follows:

Viscosity - temperature dependence is determined by parallel plate oscillatory (sinusoidal) shear measurements
using appropriate equipment such as a Rheometrics RMS-800, RDS, or System IV under the following conditions:

50

Polymer sample: appropriately stabilized prior to testing (e.g.
,
containing approximately 500-1 OOOppm of a thermal/

oxidative stabilizer - e.g., Irganox 1076 commercially available from Ciba-Geigy)

Frequency range: 0.01 - 100 rad/sec, preferably with a minimum of five data points per decade.

Temperatures: 150°C, 170°C, 190°C, 220°C
ss - Maximum strain amplitude: Operator-chosen for best signal (in linear viscoelastic region) - a typical value being

20%.

Data treatment includes:

9
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Horizontal superposition of complex modulus, G*. on Log G* v. Log Frequency (co) curves to 190°C reference

temperature using appropriate software, with emphasis on low frequency superposition.

Fit resultant shift factors to Arrhenius equation for evaluation of Ea from:

5
aT

= exp (E
a
/RT) = exp [(Ea

/R) (1/T-1/T
ref )]

Display of master curve data and of G' and G'\ the elastic and viscous moduli, versus frequency (co).

10 Data interpretation involves:

Test for long chain branching by comparing measured Ea to that of equivalent linear backbone polymer (i.e. same

level of short chain branching, from polymerization of a-olefin comonomer, but no long chain branching). Presence

of long chain branching is strongly indicated when the Flow Activation Energy (Ea ) of the polymer of interest minus

is the Flow Activation Energy of an equivalent linear polymer is greater than or equal to 1 kcal/mol. The "equivalent

linear polymer" has the same level of short chain branching, but is free from any long chain branches. Stated in

formula form, long chain branching is indicated when: AEa = [(E a)measured - (Ea)linear] >1 kcal/mol. In Figure 1,

Sample A (without LCB) is compared to Sample B (having LCB). AEa for Sample A is < 1 .0, indicating no significant

LCB. AEa for Sample B is well above 1.0, indicating LCB. The curve represents linear ethylene alpha-olefin copol-

20 ymers. Different a-olefin comonomers would yield different AE a v. comonomer content relationships.

Compare G' and G" curves (at the different temperatures) for separation/coincidence. This is to provide information

on whether high measured Ea values are due to long chain branching only, or due additionally to the formation of

a network structure (in which case the G* and G" curves superimpose).

25 Measurements of molecular weight and molecular weight distribution for the polymers ofthis invention were done

using gel permeation chromatography (GPC) utilizing a Waters Associates (Milford, MA) 150C High Temperature GPC
instrument. Measurement was performed at a temperature of 145° C using trichlorobenzene as solvent at a flow rate

of 1 .0 cc/min. Santonox R antioxidant commercially available from Monsanto Chemical Co., St Louis, MO was utilized

at a level 0.6 g per litre of solvent. Sample size injected into the instrument was 0.30 cc of a 0. 1 wt% solution of the

so polymer dissolved in the solvent. Three mixed bed columns, identified as Shodex AT-80 M/S; available from Showa

Denko K.K.
,
Japan, were utilized for the separation. Data collection and analysis was performed using Waters software.

The molecular weight calibration curve utilized consisted of three segments, as follows:

1 . The low molecular weight end (up to a value of 703) was calibrated against a series of monodisperse n-alkanes

35 (C 1B ,
C24 ,

C 36 ,
C50), the molecular weights of which are known precisely.

2. The central portion (from 1000 to 450,000) was calibrated with narrow molecular weight polystyrene standards,

for which the "polyethylene equivalent" molecular weight has been calculated by comparison against SRM 1475,

a broad standard linear polyethylene from the National Institute of Standards and Technology (Gaithersburg, MD).

To calculate the "polyethylene equivalent" molecular weights, the peak elution time of each polystyrene standard

40 is compared against the slice report of the polyethylene standard run under identical conditions. A standard slice

report listing the molecular weight as a function of cumulative percentage mass eluted for the polyethylene is

available from the National Bureau of Standards in NBS Special Publication 260-42 ("The Characterization of

Linear Polyethylene SRM 1475").

3. The high molecular weight segment of the curve (>1 ,000,000) was calibrated against narrow molecular weight

45 distribution polystyrene standards, whose molecular weights have been converted to "polyethylene equivalent"

molecular weights using the following Mark-Houwink coefficients,

Polymer k a

Polystyrene

Polyethylene

1.75X10-4

5.17X10-4

0.67

0.70

The overall calibration curve is plotted as molecular weight as a function of elution time, the data points being

connected on a point-to-point basis.

To calculate the molecular weight averages of a sample from its chromatogram, a linear baseline is drawn from a

region well before the time at which the highest molecular weight molecules elute to the region where linearity is

reestablished. The various molecular weight averages were derived from the slice report in the standard manner. No

10
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corrections were made in the data treatment to account for the presence of long chain branching in the polymers ot

this invention.

The expression of the molecular weight in terms of Mn (number average), Mw (weight average) and Mz (z-average)

is an accepted practice and is used here for the polymers of this invention. The ratios of the above averages provide

5 measures of the polydispersity or breadth in molecular weight distribution. Thus, for example, linear polymers derived

from single site catalysts such as the metallocene-based catalysts, display characteristic Flory-type molecular weight

distributions with M^M,, = 2.0 and Mz/Mw = 1.5. The incorporation of long chain branches via the teachings of this

invention disrupts the above characteristic Flory-type distribution of metallocene-based catalysts, resulting in increases

of the above ratios depending on the extent of long chain branch incorporation (See Figure 1). The ratio M^M^, is a

w particularly useful parameter to track the development of the long chain branch-containing species, since it highlights

changes at the high molecular weight end of the molecular weight spectrum.

Measurement of unsaturation for the polymers of this invention was done using the standard techniques of 1 H

NMR and FTIR, quantification of the amount of unsaturation being expressed in terms of the number of unsaturation

sites per 1000 C atoms. Alternately, this number was normalized using the number average molecular weight, Mn , to

15 express the unsaturation in terms of number of unsaturation sites per number average molecule.

Those skilled in the art will recognize that it is within the scope of this invention to blend the above described

polymers with other polymers, fillers and additives to yield a finished product having a desired set of characteristics.

Examples
20

A series of experimental polymerizations are presented to assist in illustration of the invention. In all examples,

molecular weights were measured using GPC analysis; MIR is the Melt Index Ratio, !21 /l2 at 190° C; Ea is measured

by parallel plate oscillatory shear measurement at different temperatures; and unsaturation numbers are per 1 H NMR
or FTIR measurements.

25 The first two experiments were conducted as liquid-phase polymerizations. A description of the experiments fol-

lows. Example 1 describes polymerization of an ethylene/hexene-1 copolymer (control), while Example 2 describes

polymerization of a polymer of this invention, an ethylene/hexene-1/1,4-pentadiene copolymer.

Experiment Set A
30

Polymerization Example I

This polymerization was performed in a 1 -liter autoclave reactor equipped with a paddle stirrer, an external water

jacket for temperature control, a regulated supply of dry nitrogen, ethylene, propylene, butene-1 and hexene-1 , and a

35 septum inlet for introduction of other solvents or comonomers, transition metal compound and alumoxane solutions.

The reactor was dried and degassed thoroughly prior to use. A typical run consisted of injecting 200 ml of toluene, 10

ml hexene-1 and 15 ml 10 wt% MAO into the reactor. The reactor was then heated to 80° C and 0.34 mg of Me2Si

<Me4C5)(N-c-C 12H23)TiCl2 (0.25 ml of a 13.4 mg of

Me2Si(Me4C5)(N-c-C 12H23)TiCI2 dissolved in 1 0 ml of toluene solution) was added to the reactor. The reactor was then

40 pressurized to 450 kPa (65 psi) with ethylene, and the reaction was allowed to run for 1 5 minutes prior to rapidly cooling

and venting the system. The solvent was evaporated off the polymer by a stream of nitrogen. An ethylene-hexene-1

copolymer was recovered (17.9 g, Myy = 248,200, 9.5 mol% hexene-1, Ea calculated = 8.54 kcal/mol, Ea observed =

9.89 kcal/mol, A Ea = 1 .35 kcal/mol).

45 Polymerization Example 2

Using the same reactor design and general procedure, 200 ml of toluene, 1 0 ml hexene-1 , 0.05 ml 1 ,4-pentadiene

and 3.0 ml of 10 wt% MAO were added to the reactor. The reactor was heated to 80° C and 0.67 mg of Me2Si(Me4Cs)

N-c-C 12H23)TiCI2 (0.5 ml of a 13.4 mg of Me2Si(Me4C5)(N-c-C12H 23)TiCI2 dissolved in 10 ml oftoluene solution) was

50 added to the reactor. The reactor was then pressurized to 450 kPa (65 psi) with ethylene, and the reaction was allowed

to run for 15 minutes prior to rapidly cooling and venting the system. After evaporation of the solvent, 24.7 g of an

ethylene-hexene-1 -1 ,4-pentadiene copolymer was recovered (Mw = 162,800, 9.8 mol % hexene-1, Ea calculated =

8.59 kcal/mol, Ea observed = 12.5 kcal/mol, AEa = 3.91 kcal/mol).

It may be noted that the control, Example 1 without the diene, demonstrates a AEa of 1 .35 kcal/mol while Example

55 2, with 1 ,4-pentadiene has a AEa of 3.91 . The control sample itself appears to have the requisite greater than 1 kcal/

mol AE a of this invention. The reason for this may appear, at first glance, to be confusing but is easily understood by

reference to Lai et al., in U.S. 5,272,236, who in column 6, lines 35 to 39 indicate that the catalysts of U.S. 5,026,798

are fully functional in the practice of their long-chain branching method. The catalyst used as control in our Example

11
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I , as well as the diene incorporation experiment, is a mono-Cp/heteroatom catalyst as described by U.S. 5,026,798.

The conditions used for this experiment are thus similar to the ones described by Lai et al. Therefore, it is reasonable

to expect that some oligomerization, followed by incorporation into another growing polymer chain, will occur under

these conditions. Such a polymer may follow the description, as stated by Lai et al, of having enhanced processability,

5 via long-chain branching. It is easily seen that

Example 2, with incorporation of 1 ,4-pentadiene, however, demonstrates a substantially greater than 1 kcal/mol

AEa over polymer derived from the same monomers, excluding the species having at least two Z-N polymerizable

bonds (in this case the a.co-diene 1 ,4 pentadiene) which is characteristic of polymers of this invention.

10 Experiment Sets HV

Several other different copolymerizations incorporating different dienes to promote long-chain branching were run

in a pilot-sized high pressure reactor. These included: copolymerization of 1,5-hexadiene with ethylene and butene-1

for comparative purposes; 1 ,9-decadiene with ethylene and butene-1 , and vinyl norbornene with ethylene and hexene-

15 1 . These copolymerization reactions were run with single-site catalysts known in the art.

A description of the polymerization experiment follows: A stirred 1 500 ml steel autoclave reaction vessel, equipped

to perform continuous Z-N polymerization reactions at pressures up to 2500 bar and temperatures up to 300° C, was

used. The reaction system was supplied with a thermocouple and pressure transducer to continuously monitor tem-

perature and pressure and also with means to continuously supply purified, compressed monomers (e.g. ethylene,

20 butene-1 and dienes). Equipment for continuously introducing a measured flow of catalyst solution at high pressure

and equipment for rapidly venting and quenching the reaction as well as for collecting the polymer product from the

reaction environment were in place. The polymerizations were performed without the addition of any external solvent.

The reactor contents were stirred continuously, during polymerization, at a rate of 1500 rpm. The temperature in the

reactor was established and maintained at the targeted level by pumping in catalyst solution using a continuous high

25 pressure injection pump. Following polymerization, the yield of polymerized product was measured and QC analyses

(product melt index and density, at a minimum) were performed. This reaction system involves a once-through polym-

erization of reactants, with no recycling of unreacted monomers back to the reaction system.

Table I describes the polymerization and reaction conditions for Experimental Sets I to IV. Set I covers the polym-

erizations of ethylene and butene-1 with 1 ,5-hexadiene; Set II the polymerization of ethylene and butene-1 with 1 ,9-dec-

30 adiene; Set III the polymerizations of ethylene and hexene-1 with vinyl norbornene; Set IV the polymerizations of

ethylene and hexene-1 also with vinyl norbornene, but with a different single site catalyst than used in Set III. For Set

III (and not sets I, II and IV) gaseous hydrogen was continuously fed to the reactor at 20 liters/hour for MW control.

Table II provides a summary of some product parameters measured on the polymers produced in Experiment Sets

I to IV. In each set, the flow activation energy Ea , is observed to increase through the set, with increasing feed levels

35 of the species with 'at least two Z-N polymerizable bonds'. This is indicative of an increase in the level of long chain

branching. The first product in each set (that is, the control samples made without any species having 'at least two Z-

N polymerizable bonds') shows a measured flow activation energy, Ea ,
comparable to that expected for the incorporated

level of alpha olefin comonomer, leading to AEa (the difference in flow activation energies) values <1 kcal/mol. This is

anticipated, since these control samples do not contain any significant long chain branching. Subsequent products in

40 each set show increasing values for AEa (i.e. >1 .0 kcal/mol), indicative of the increasing levels of long chain branching.

The presence of long chain branching in the polymers of this invention is also detected in the molecular weight

data shown in Table II. The control samples in each set (made without any species having 'at least two Z-N polymerizable

bonds') which are polymerized using so called single site catalysts known in the art, have a typical Flory-type molecular

weight distribution. Characteristics of such a distribution include fvVMn 0 e ratio of wei9ht average to number average

45 molecular weight) -2.0 and Mz/Mw (i.e. ratio of Z-average to weight average molecular weight) ~ 1 .5. The actual meas-

ured values in Table II, for the control samples, are observed to adhere generally with these characteristic features.

For the remaining products in each set, the molecular weight ratios MJMn
and Mz/Mw are seen to increase, tracking

the increasing feed levels of the species with 'at least two Z-N polymerizable bonds'. Observation of the GPC molecular

weight distributions of products made with and without the species having 'at least two Z-N polymerizable bonds' (see

so Figure 2) shows clearly the formation of a high molecular weight tail, attributable directly to the presence of long chain

branch-containing species.

The polymers of this invention show high levels of residual unsatu ration, as shown by the data presented in Table

II. The products with long chain branching in each set show substantially higher levels of total unsaturation versus the

control. This unsaturation is available to be utilized, post-polymerization in crosslinking to yield a material behaving

55 much like a thermosetting polymer, or in functionalization and for other purposes.

The long chain branch-containing polymers of this invention described in Table II, show an improvement in melt

fracture response. A widely used technique to compare the melt fracture tendencies of related polymers is through

observation of the shear rates at the onset of melt fracture, the onset point being defined as the point of significant

12
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change in slope of shear stress as a function of shear rate from capillary rheometry measurements at a given melt

temperature (125° C) (See Figure 4). A higher onset shear rate reflects an improvement in melt fracture response.

Figure 3, which is a plot of onset shear rate versus molecular weight, Myy shows the responses for the long chain

branched polymers of this invention, Products 4 and 12, along with their respective controls Products 1 and 11 (char-

5 acterization details in Table II). The line in Figure 3 reflects the baseline performance of standard ethylene/ct-olefin-

based polymers derived from the single site catalysts defined in this set of experiments (EXACT™ products 3014,

3026, 3027, 4001, 4002, 4003, 4015, and 4040, covering the molecular weight range fv^ 38,000 to 94,000, available

from Exxon Chemical Company, Houston, Texas). The control samples, Products 1 and 11, fall generally along the

baseline, while the corresponding long chain branched polymers, Products 4 and 1 2, fall well above the baseline (higher

10 onset shear rates), reflecting the improved melt fracture response.

The long chain branch-containing polymers of this invention described in Table II, show higher shear sensitivity in

the melt. Shear sensitivity relates to the amount of viscosity reduction achieved at higher shear rates versus the viscosity

at low shear rates, from capillary rheometry measurements at a given melt temperature. Comparing related polymers,

a larger viscosity reduction signifies higher shear sensitivity and easier melt extrudability. Figure 5 plots the ratio of

15 viscosities at a shear rate of 1 4s" 1 (low shear rate) and 69s- 1 (high shear rate) versus molecular weight M^. This ratio

is used as an indicator of shear sensitivity behavior, a higher ratio value corresponding to higher shear thinning, which

is desirable for many applications. The line in Figure 5 reflects the baseline performance of standard ethylene/a-olefin-

based polymers derived from the single site catalysts defined in this set of experiments. Control sample Product 1 is

seen to fall with the baseline points, while Product 4, the long chain branched polymer of this invention falls well above

20 the baseline, reflecting higher shear sensitivity.

Experiment Set V

Most of the polymerizations were conducted using the reaction system described in experiment Sets l-IV. This

25 system involves once-through polymerization of reactants, with no recycling of unreacted monomers back to the re-

action system. In Set V, high pressure polymerizations were conducted in a larger (4 liter) adiabatic, stirred, autoclave

reactor that operated generally like the previously described reactor, additionally equipped with a recycle system for

passing unreacted ingredients past a cooler and compressor back to the autoclave reactor, together with fresh mon-

omers for replacing the consumed amounts. The diene used in this experiment was norbornadiene (NBD).

30 Table III describes the polymerization and reaction conditions for experiment Set V.

Table IV provides a summary of some product parameters measured on the polymers produced. As described in

the previous experiments, the polymer of this set of experiments (made using norbornadiene as the species with 'at

least two Z-N polymerizable bonds') shows a difference in Ea ,
AE a ,

substantially > 1kcal/mol, reflecting the presence

of long chain branch-containing species. The molecular weight distribution is also increased versus the characteristic

35 Flory value of the control, another indication of long chain branching.

40

45

50

55
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Claims

1
.

Copolymer derived from at least three monomers comprising:

a) one mono-olefin having a single Ziegler-Natta polymerizable bond;
b) a second monomer having at least one Ziegler-Natta polymerizable bond"
c) a third monomer having at least two Ziegler-Natta polymerizable bonds such monomer being:

i) straight-chained of less than six or at least seven carbon atoms'
ii) other than straight chained; or

iii) combinations thereof,

such copolymer having:

d) at least one carbon-carbon unsaturated bond per number average molecule
e) viscous energy of activation (Ea) at least 1 kcal/mol greater than a copolymer having a linear backbone

g) Ivyiv1w at least 1.7.

2. Copolymer of claim
1 wherein said one mono-olefin having at leas, one Ziegler-Natta polymerizable bond is e.h-

3.

4.

Copolymer of any of the preceding claims wherein said third monomer is a diene.

Copolymer of any of the preceding claims wherein said diene is selected from the group consisting of 1 3-buta-

decadiln?
6

,T 'f^'™' "-octadiene. 1 ,8-nonadiene, 1, 9-decadiene 1 , 1 0-undecad^ene 1 1 -dodecad.ene, or cyclohexadiene, cyclooctadiene, norbornadiene, vinyl norbornene.
'

5
' S™', °'

,h
!
Pr6C9din9 C 'aimS Wherein one sPecies havin9 at lea*> one Ziegler-Natta polymerizable

nonl! h T ,
6 9f0UP COnSiS,i"9 °' Pr°Pylene

'

bU,ene " 1
'
Pen,ene - 1

'

he*ene "I- heptene 1

"
nonene-1, decene-1, undecene-1, dodecene-1, hexadecene-1. oc.adecene-1, and 4-me.hylpen.ene-l

6. Copolymer of any of the preceding claims wherein:

a) said mono-olefin is:

i) ethylene; and
ii) said second monomer is selected from the group consisting of propylene, butene-1

, pentene-1 , hexene-

Ioh? Z I
•

n°nene "
1

'

deC6ne-
1

'

undece"e" 1
.
dodecene-t, hexadecene-1, octadecene- 1and 4-methylpentene-1

; and
'

b) said third monomer is selected from the group consisting of:

i) 1.3-butadiene. 1,4-pentadiene, 1.6-heptadiene, 1 ,7-octadiene, 1 ,8-nonadiene, 1,9-decadiene 1 10-un-decadiene, 1,11-dodecadiene, or ' '

n

cicTc

b

drne
diene

'

Viny
'

n°rb0mene
'
^oxadiene, cyclooctadiene, cyclodecadiene, or branched non-

7
- borpTiTc

y

arnrr
in9

^ 1^^^^
8. Process for copolymerizing:

a) one mono-olefin having a single Ziegler-Natta polymerizable bond;
b) a second monomer having at least one Ziegler-Narta polymerizable bond"
c) a third monomer having at least two Ziegler-Natta polymerizable bonds such monomer being:
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i) straight-chained of less than six or at least seven carbon atoms;

ii) other than straight chained; or

iii) combinations thereof,

such process comprising the steps of:

d) contacting monomers with a Ziegler-Natta catalyst, its derivative, or combinations thereof at a pressure of

greater than 100 bar and at a temperature greater than 60°C; and

e) recovering a copolymer.

9. Process of claim 8 wherein copolymerization is conducted under pressure of greater than 500 bar.

10. Process of any of claims 8-9 wherein said one mono-olefin is selected from the group consisting of ethylene and
propylene, said second monomer is selected from the group consisting of: butene-1

,
pentene-1 , hexene-1 , octene-

1, decene-1, dodecene-1, octadecene-1, 4-methylpentene-1 ; and said monomer having at least two Ziegler po-
lymerizable bonds is selected from the group consisting of 1,7-octadiene, 1 ,9-decadiene, 1,11-dodecadiene, nor-

bornadiene, vinyl norbornene, cyclohexadiene, cyclooctadiene, and cyclodecadiene.

11. Process of any of claims 8-10 wherein said monomer having at least two Ziegler polymerizable bonds is selected
from the group consisting of 1,7-octadiene, 1 ,9-decadiene, norbornadiene, and vinyl norbornene.

12. Process of any of claims 8-11 wherein said diene is selected from the group consisting of: 1,3-butadiene, 1,4-pen-

tadiene, 1,6-heptadiene, 1,7-octadiene, 1,8-nonadiene, 1 ,9-decadiene, 1,10-undecadiene, 1,11-dodecadiene, or

cyclohexadiene, cyclooctadiene, norbornadiene, vinyl norbornene, and a branched non-cyclic diene.

13. Process of any of claims 8-1 2 wherein said second monomer is selected from the group consisting of: propylene,
butene-1, pentene-1, hexene-1, heptene-1, octene-1, nonene-1, decene-1, undecene-1, dodecene-1, hexa-
decene-1, octadecene-1, 4-methylpentene-1.

14. Process of any of claims 8-13 wherein polymerization is conducted using a metallocene catalyst system.

15. Process of any of claims 8-14 wherein an activator comprising alumoxane, bulky labile anionic species, or com-
binations thereof is used as an activator for the metallocene catalyst system.

16. Process of any of claims 8-15 wherein an activator and scavenger combinations are used with the metallocene
catalyst system

17. A process which comprises polymerizing ethylene and a polyene having at least two Ziegler polymerizable double
bonds at a temperature of at least 120 °C using a catalyst derived from a transition metal compound having a
bulky ancillary ligand to make an ethylene copolymer having an MIR of at least 25 and an activation energy of at

least 9.0 Kcal per mol.

Patentanspruche

1. Copolymer, das sich von mindestens 3 Monomeren ableitet, die umfassen:

a) ein Monoolefin mit einer einzigen Ziegler-Natta polymerisierbaren Bindung,

b) ein zweites Monomer mit mindestens einer Ziegler-Natta polymerisierbaren Bindung,

c) ein drittes Monomer mit mindestens zwei Ziegler-Natta polymerisierbaren Bindungen, wobei ein solches
Monomer:

i) geradkettig mit weniger als 6 Oder mindestens 7 Kohlenstoffatomen,

ii) anders als geradkettig oder

iii) eine Kombination derselben ist,

wobei ein solches Copolymer:
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d) mindestens eine ungesattigte Kohlenstoff-Kohlenstoff-Bindung pro durchschnittliches zahlenmaGiges Mo-

lekOI,

e) eine viskose Aktivierungsenergie (Ea ), von mindestens 1 kcal/Mol grower als bei einem Copolymer mit

einem linearen Gerust, das sich von den gleichen Monomeren aber ohne Spezies mit mindestens zwei Ziegler-

Natta polymerisierbaren Bindungen ableitet,

f) ein KristallinitatsausmaG im Bereich von 10 % bis etwa 50 % und

g) ein lvyMw von mindestens 1 ,7 aufweist.

Copolymer nach Anspruch 1, bei dem das Monoolefin, das mindestens eine Ziegler-Natta polymerisierbare Bin-

dung aufweist, Ethylen ist.

Copolymer nach einem der vorhergehenden Anspruche, bei dem das dritte Monomer ein Dien ist.

Copolymer nach einem der vorhergehenden Anspruche, bei dem das Dien ausgewahlt ist aus der Gruppe beste-

hendaus 1,3-Butadien, 1,4-Pentadien, 1,6-Heptadien, 1 ,7-Octadien, 1 ,8-Nonadien, 1,9-Decadien, 1,10-Undeca-

dien, 1,11-Dodecadien Oder Cyclohexadien, Cyclooctadien, Norbornadien, Vinylnorbornen.

Copolymer nach einem der vorhergehenden Anspruche, bei dem das eine Spezies mit mindestens einer Ziegler-

Natta polymerisierbaren Bindung ausgewahlt ist aus der Gruppe bestehend aus Propylen, Buten-1, Penten-1,

Hexen-1, Hepten-1, Octen-1, Nonen-1, Decen-1, Undecen-1, Dodecen-1, Hexadecen-1, Octadecen-1 und4-Me-

thylpenten-1.

Copolymer nach einem der vorhergehenden Anspruche, bei dem:

a) das Monoolefin

i) Ethylen ist und

ii) das zweite Monomer ausgewahlt ist aus der Gruppe bestehend aus Propylen, Buten-1, Penten-1, He-

xen-1, Hepten-1, Octen-1, Nonen-1, Decen-1, Undecen-1, Dodecen-1, Hexadecen-1, Octadecen-1 und

4-Methylpenten-1, und

b) das dritte Monomer ausgewahlt ist aus der Gruppe bestehend aus

i) 1,3-Butadien, 1,4-Pentadien, 1,6-Heptadien, 1 ,7-Octadien, 1,8-Nonadien, 1,9-Decadien, 1,10-Undeca-

dien, 1,11-Dodecadien oder

ii) Norbornadien, Vinylnorbornen, Cyclohexadien, Cyclooctadien, Cyclodecadien oder verzweigtem nicht-

cyclischen Dien.

Copolymer nach einem der vorhergehenden Anspruche, das im Bereich von mehr als 1 bis 7,6 ungesattigte Koh-

lenstoff-Kohlenstoff-Bindungen pro 1000 Kohlenstoffatome aufweist.

Verfahren zur Copolymerisierung von

a) einem Monoolefin mit einer einzigen Ziegler-Natta polymerisierbaren Bindung,

b) einem zweiten Monomer mit mindestens einer Ziegler-Natta polymerisierbaren Bindung,

c) einem dritten Monomer mit mindestens zwei Ziegler-Natta polymerisierbaren Bindungen, wobei ein solches

Monomer:

i) geradkettig mit weniger als 6 oder mindestens 7 Kohlenstoffatomen,

ii) anders als geradkettig oder

iii) Kombinationen derselben ist,

wobei ein solches Verfahren die Schritte der:

d) Kontaktierung von Monomere mit einem Z-N-Katalysator, seinem Derivat oder Kombinationen derselben

bei einem Druck groBer als 100 bar und bei einer Temperatur groBer als 60 °C und

e) Gewinnung des Copolymers umfaBt.
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9. Verfahren nach Anspruch 8, bei dem die Copolymerisation unter einem Druck von mehr als 500 bar durchgefuhrt

wird.

10. Verfahren nach einem der Anspruche 8 bis 9, bei dem das eine Monoolefin ausgewahlt ist aus der Gruppe beste-

s hend aus Ethylen und Propylen, das zweite Monomer ausgewahlt ist aus der Gruppe bestehend aus Buten-1,

Penten-1, Hexen-1, Octen-1, Decen-1, Dodecen-1, Octadecen-1, 4-Methyipenten-1, und das Monomer mit min-

deslens zwei Ziegler polymerisierbaren Bindungen ausgewahlt ist aus der Gruppe bestehend aus 1,7-Octadien,

1,9-Decadien, 1,11-Dodecadien, Norbornadien, Vinylnorbornen, Cyclohexadien, Cyclooctadien und Cyclodecadi-

en.

10

11. Verfahren nach einem der Anspruche 8 bis 10, bei dem das Monomer mit mindestens zwei Ziegler polymerisier-

baren Bindungen ausgewahlt ist aus der Gruppe bestehend aus 1,7-Octadien, 1,9-Decadien, Norbornadien und

Vinylnorbornen.

'5 12. Verfahren nach einem der Anspruche 8 bis 11, bei dem das Dien ausgewahlt ist aus der Gruppe bestehend aus

1,3-Butadien, 1,4-Pentadien, 1,6-Heptadien, 1,7-Octadien, 1 ,8-Nonadien, 1,9-Decadien, 1 ,10-Undecadien,

1,11-Dodecadien Oder Cyclohexadien, Cyclooctadien, Norbornadien, Vinylnorbornen und einem verzweigten

nicht-cyclischen Dien.

20 13. Verfahren nach einem der Anspruche 8 bis 12, bei dem das zweite Monomer ausgewahlt ist aus der Gruppe

bestehend aus Propylen, Buten-1, Penten-1, Hexen-1, Hepten-1, Octen-1 ,
Nonen-1, Decen-1, Undecen-1, Dode-

cen-1, Hexadecen-1, Octadecen-1, 4-Methylpenten-1.

14. Verfahren nach einem der Anspruche 8 bis 13, bei dem die Polymerisation unter Verwendung eines Metallocen-

25 Kataiysatorsystems durchgefuhrt wird.

15. Verfahren nach einem der Anspruche 8 bis 14, bei dem ein Aktivator, der Alumoxan, sperrige labile anionische

Spezies Oder Kombinationen derselben umfaGt, als Aktivator fur das Metallocenkatalysatorsystem verwendet wird.

30 16. Verfahren nach einem der Anspruche 8 bis 15, bei dem ein Aktivator und Fangerkombinationen zusammen mit

dem Metallocenkatalysatorsystem verwendet werden.

17. Verfahren, bei dem Ethylen und ein Polyen mit mindestens zwei Ziegler polymerisierbaren Doppelbindungen bei

einer Temperatur von mindestens 120 °C unter Verwendung eines Katalysators polymerisiert werden, der sich

35 von einer Ubergangsrnetallverbindung mit einem sperrigen Zusatzliganden ableitet, urn ein Ethylencopolymer mit

einem MIR von mindestens 25 und einer Aktivierungsenergie von mindestens 9,0 kcal/Mol herzustellen.

Revendications

40

1 . Copolymere derive d'au moins trois monomeres, comprenant

:

a) une mono-olefine ayant une liaison polymerisable de Ziegler-Natta unique
;

b) un deuxieme monomere ayant au moins une liaison polym6risable de Ziegler-Natta
;

45 c) un troisieme monomere ayant au moins deux liaisons polymerisables de Ziegler-Natta,

ce monomere etant

:

i) un monomere a chame droite ayant moins de six a au moins sept atomes de carbone

;

so
jj) un monomere autre qu'un monomere a chaine droite ; ou

iii) une de leurs associations,

ce copolymere ayant

:

55 d) au moins une liaison insaturee carbone-carbone par moyenne numerique de la molecule
;

e) une energie visqueuse d'activation (Ea ) superieure d'au moins 1 kcal/mole a celle d'un copolymere ayant

un squelette lineaire derive des memes monomeres, mais a I'exclusion d'entites ayant au moins deux liaisons

polymerisables de Ziegler-Natta

;
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f) une cristallinite comprise dans I'intervalle de 10 % a 50 % ; et

g) un rapport Mjlv^ d'au moins 1 ,7.

2. Copolymere suivant la revendication 1 , dans lequel la premiere mono-olefine ayant au moins une liaison polyme-

s risable de Ziegler-Natta est I'ethylene.

3. Copolymere suivant I'une quelconque des revendications precedentes, dans lequel le troisieme monomere est un

diene.

10 4. Copolymere suivant I'une quelconque des revendications precedentes, dans lequel le diene est choisi dans le

groupe consistant en: 1 ,3-butadiene, 1 ,4-pentadiene, 1,6-heptadiene, 1,7-octadiene, 1 ,8-nonadiene, 1,9-deca-

diene, 1,10-undecadiene, 1 ,11-dodecadiene ou cyclohexadiene, cyclo-octadiene, norbornadiene, vinylnorborne-

ne.

is 5. Copolymere suivant I'une quelconque des revendications precedentes, dans lequel le type de monomere ayant

au moins une liaison polymerisable de Ziegler-Natta est choisi dans le groupe consistant en : propylene, butene-

1, pentene-1, hexene-1, heptene-1, octene-1, nonene-1, decene-1, undecene-1, dodecene-1, hexadecene-1, oc-

tadecene-1 et 4-methylpentene-1.

20 6. Copolymere suivant I'une quelconque des revendications precedentes, dans lequel

:

a) la mono-olefine est

:

i) I'ethylene ; et

25 ij) le second monomere est choisi dans le groupe consistant en : propylene, butene-1 , pentene-1 , hexene-

1, heptene-1, octene-1, nonene-1, decene-1, undecene-1, dodecene-1, hexadecene-1, octadecene-1 et

4-methylpentene-1 ;
et

b) le troisieme monomere est choisi dans le groupe consistant en :

i) 1 ,3-butadiene, 1,4-pentadiene, 1,6-heptadiene, 1,7-octadiene, 1 ,8-nonadiene, 1 ,9-decadtene, 1,10-un-

decadiene, 1 ,11-dodecadiene, ou

ii) norbornadiene, vinylnorbornene, cyclohexadiene, cyclo-octadiene, cyclodecadiene ou un diene non

cyclique ramifie.

Copolymere suivant I'une quelconque des revendications precedentes, ayant plus de 1 a 7,6 liaisons carbone-

carbone insaturees pour 1000 atomes de carbone.

8. Procede pour copolyme riser

:

40

a) une mono-olefine ayant une liaison polymerisable de Ziegler-Natta unique

;

b) un deuxieme monomere ayant au moins une liaison polymerisable de Ziegler-Natta
;

c) un troisieme monomere ayant au moins deux liaisons polymerisables de Ziegler-Natta, ce monomere etant

:

45 i) un monomere a chaine droite de moins de six ou d'au moins sept atomes de carbone
;

ii) un monomere autre qu'un monomere a chaine droite ; ou

iii) une de leurs associations,

ce procede comprenant les etapes consistant

:

50

d) a mettre en contact des monomeres avec un catalyseur de Ziegler-Natta, son derive ou une de leurs as-

sociations a une pression superieure a 100 bars et a une temperature superieure a 60°C
;
et

e) a recueillir un copolymere.

ss 9. Procede suivant la revendication 8, dans lequel la copolymerisation est effectuee sous une pression superieure

a 500 bars.

10. Proced6 suivant I'une quelconque des revendications 8 et 9, dans lequel la premiere mono-olefine est choisie
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10

15

dans le groupe consistant en ethylene et propylene, le deuxieme monomere est choisi dans le groupe consistant

en: butene-1, pentene-1, hexene-1, octene-1, decene-1, dodecene-1, octadecene-1,4-methylpentene-1 ; et le

monomere ayant au moins deux liaisons polymerisables de Ziegler est choisi dans le groupe consistant : 1 ,7-oc-

tadiene, 1 ,9-decadiene, 1 ,11-dodecadiene, norbornadiene, vinylnorbornene, cyclohexadiene, cyclo-octadiene et

cyclodecadiene.

11. Procede suivant Tune quelconque des revendications B a 10, dans lequel le monomere ayant au moins deux

liaisons polymerisables de Ziegler est choisi dans le groupe consistant en : 1 ,7-octadiene, 1 ,9-decadiene, norbor-

nadiene et vinylnorbornene.

12. Procede suivant Tune quelconque des revendications 8 a 11 , dans lequel le diene est choisi dans le groupe con-

sistant en : 1,3-butadiene, 1,4-pentadiene, 1,6-heptadiene, 1 ,7-octadiene, 1 ,8-nonadiene, 1 ,9-decadiene, 1,10-un-

decadiene, 1,11-dodecadiene, ou cyclohexadiene, cyclo-octadiene, norbornadiene, vinylnorbornene et un diene

non cyclique ramifie.

13. Procede suivant Tune quelconque des revendications 8 a 12, dans lequel le deuxieme monomere est choisi dans

le groupe consistant en : propylene, butene-1, pentene-1, hexene-1, heptene-1, octene-1, nonene-1, decene-1,

undecene-1, dodecene-1, hexadecene-t, ,octadecene-1,4-methyl-pentene-1.

20 14. Precede suivant Tune quelconque des revendications 8 a 1 3, dans lequel la polymerisation est effectuee en utilisant

une formulation de catalyseur a base d'un metallocene.

1 5. Procede suivant Tune quelconque des revendications 8 a 1 4, dans lequel un activateur comprenant un alumoxane,

une entite anionique labile volumineuse ou une de leurs associations est utilisee comme activateur pour la forma-

ts tion de catalyseur a base de metallocene.

16. Procede suivant Tune quelconque des revendications 8 a 15, dans lequel des associations d'un activateur et d'un

accepteur sont utilisees avec la formulation de catalyseur a base de metallocene.

30 17. Procede qui comprend la polymerisation d'ethylene et d'un polyene ayant au moins deux doubles liaisons poly-

merisables de Ziegler a une temperature d'au moins 120°C en utilisant un catalyseur derive d'un compose" de

metal de transition ayant un ligand auxiliaire volumineux pour produire un copolymere d'ethylene ayant un rapport

ecoulement-fluidite d'au moins 25 et une energie d'activation d'au moins 9,0 Kcal par mole.

35

40

45
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